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GENERAL NOTES:

ALL CONCRETE SHALL BE "PAVEMENT CLASS", IN ACCORDANCE WITH THE STANDARD
SPECIFICATIONS.

. MIXING, PLACING, FINISHING, JOINTING AND CURING OF ALL CONCRETE SHALL BE IN

ACCORDANCE WiTH THE APPLICABLE PORTIONS OF THE STANDARD SPECIFICATIONS FOR
SIDEWALKS AND DRIVEWAYS.

. WELDED WiRE FABRIC {WWF 6 x 6—W2.9 x W2.8) SHALL BE USED THROUGHOUT AND

CENTERED IN ALL SLABS AND FOOTINGS. WIRE FABRIC SHALL CONFORM TO ASTM A
185.
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